
A syntactic foam and water-based explosive comprising
glass microbubbles formed by heating feed having a
size distribution with a span of less than 0.9 that
are dispersed in a polymeric matrix or emulsion
explosive. A method for making glass microbubbles,
syntactic foam and water-based explosives is
described. 


