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Provide a number of starting materials to a twin screw extruder, the
starting materials including a thermoplastic elastomer
102

Mix the starting materials in the twin screw extruder
to provide a twin screw extruder output
104

A 4
[ Provide the twin screw extruder output to a pump J

106

A 4
Provide an output of the pump to a die to
form a thermoplastic elastomer tube
108

A 4
Perform one or more additional operations in
regard to the thermoplastic elastomer tube
110

FIG. 1
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FIG. 4
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FIG. 5
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FIG. 6



