
I have found that in order to improve sheet resistance  uniformity of metal
nitride films, such as titanium nitride,  the chamber must be operated at
low pressure. The nitrogen  gas flow rates required to deposit metal
nitride is  determined, and the pumping speed in the chamber is  increased
to produce uniform films at low pressure.    


