
A silicoaluminophosphate molecular sieve is dis- closed and is
characterized in that the P[err]O[err] to alumina mole ratio at the surface
is about 0.80 or less, the P[err]O[err] to alumina mole ratio of the bulk
is 0.96 or greater and the silicon content at the surface is greater than
that of the bulk.    


