
A thick holographic recording medium suitable for use in multiplex
holography is prepared from a solution of a bi-functional oligomer and a
mono- functional monomer. Precuring, possibly at the same radiation
wavelength used for recording, cross-links the oligomer, thereby creating a
host for the recording monomer.    


