
A method of forming a Bi-layered ferroelectric thin film  on a substrate
with good reproducibility, using a mixed  composition of a Bi-containing
organic compound and a metal  polyalkoxide compound by at least one
technique selected from the  group consisting of molecular deposition such
as CVD, and  spincoat-sintering.  Figure 1    


