CATALYST COWVPOSI TI ON AND DEPOSI TI ON METHOD Abstract of the Disclosure
Conpositions and net hods for depositing one or nore netal or netal alloy
films on substrates. The conpositions contain a catal yst, one or nore
carrier particles and one or nore water-soluble or water-dispersible
organi ¢ conpounds. Metal or netal alloys may be deposited on the
substrates by electroless or electrolytic deposition. Figure 1
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