
EPDM compositions comprising EPDM and specified carbon   blacks which, when
extruded or shaped, exhibit either a   highly gloss or a textured matte
finish. The carbon black   is present in an amount of 100 to about 300, and
more   preferably about 150 to about 250 parts by weight per 100   parts by
weight EPDM.    


