
Disclosed in the present application are absorbent materials useful in the
containment of body fluids such as urine. In particular, the invention
relates to absorbent polymer compositions having excellent absorbency
performance properties in terms of absorbent capacity under a confining
pressure of 0.7 psi and/or 1.4 psi as well as excellent fluid permeability
properties. The invention further relates to absorbent members comprising
these absorbent polymer compositions, and to absorbent articles comprising
the absorbent members.    


