
A method for forming fin structures is provided.
Sacrificial structures are provided on a substrate.
Fin structures are formed on the sides of the
sacrificial structures. The forming of the fin
structures comprises a plurality of cycles, wherein
each cycle comprises a fin deposition phase and a fin
profile shaping phase. The sacrificial structure is
removed. 


