
ABSTRACT The coated steel sheet has a zinc-base coated steel sheet, a
composite oxide film formed on the surface of the zinc-base coated steel
sheet, and a straight silicone resin film formed on the surface of the
composite oxide film. The composite oxide film has ( [err]) oxide fine
particles and ( [err] ) phosphoric acid and/or phosphoric acid compound, as
the structuring components. 


