
HINDERED AMINE COMPOUND, RESIN COMPOSITION, POLYURETHANE     FIBER AND
PRODUCTION METHOD AND USE THEREOF     BACKGROUND OF THE INVENTION
Ahinderedamine compoundhavingthe solubility inan acidic     solution of 5.0
x 10[err] eq./liter or less comprising at least two     specific organic
groups in a specific weight ratio in a molecule,  5 or at least two
specific monomeric units, which can be used as     a stabilizer of a resin.


