
The present invention relates to a method of preparing
a polymer composition, the method comprising melt
mixing an aliphatic condensation polymer with a cyclic
ester of general formula (I) where X is an optionally
substituted aliphatic hydrocarbon having 2 or more
carbon atoms present in the cycle. 


