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Abstract 

 

RELEASE SHEET 

 

 A release sheet is provided, comprising a base 5 

material and a release agent layer provided on at least one 

surface side of the base material.  The release agent layer 

is formed of a release agent composition that contains a 

cationically polymerizable compound, a release component, 

and a cationic polymerization initiator.  The cationically 10 

polymerizable compound contains no polysiloxane skeleton.  

In the release agent composition, the compounding amount of 

the cationically polymerizable compound is larger than each 

of the compounding amount of the release component and the 

compounding amount of the cationic polymerization initiator.  15 

This release sheet is novel one that has good releasability. 
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