
A process for heterogeneously catalysed gas phase
partial oxidation of an organic starting compound over
a fixed catalyst bed freshly installed in a reaction
chamber, in which the reduction of the quality of the
fixed catalyst bed is restored with increasing
operating time by replacing part of the fixed catalyst
bed with a replacement partial fixed catalyst bed
whose volume-specific activity is lower than the
volume-specific activity of the replaced partial fixed
catalyst bed in its freshly installed state. 


