
A method for washing a silicon wafer after an etching treatment includes
the steps of: (a) subjecting a silicon wafer after etching to washing and
reforming with using a washing-reforming solution, and (b) forming an
oxidized film on a surface of the silicon wafer with using an oxidized film
forming solution.    


