
A fluororesin coating film for improved permeation
resistance that maintains excellent wear resistance
and also products containing such film. The
fluororesin coating has at least two layers that are
formed on a substrate where at least one of the layers
contains filler with a new Mohs hardness of = 7 and a
tetrafluoroethylene-perfluoro (alkyl vinyl ether)
copolymer and tetrafluoroethylene-perfluoro (alkyl
vinyl ether) copolymer layer directly below the layer
described above. 


