
ABSTRACT ELECTROSTATIC IMAGE DEVELOPING TONER, ELECTROSTATIC IMAGE
DEVELOPER, TONER CARTRIDGE, PROCESS CARTRIDGE, IMAGE. FORMING APPARATUS AND
IMAGE FORMING METHOD An electrostatic image developing toner including a
toner particle containing a coloring agent and a binder resin- and an
external additive on the toner particle, wherein the external additive
contains silica particles, primary particles of the silica particles have
an average  particle diameter of frin 70 urn to 400 nm, , a particle size
distribution index of the primary particles of from 1.0 to 1.9, and an
average circularity of from 0.5 to 0.9. Fig. I 


