
Electronic devices having patterned electrically conductive polymers (202)
providing electrical connection thereto and methods of fabrication thereof
are described. Liquid crystal display cells are described having at least
one of the electrodes providing a bias across the liquid crystal material
formed from a patterned electrically conductive polymer (202). Thin film
transistors having patterned electrically conductive polymers (202) as
source drain and gate electrodes are described. Light emitting diodes
having anode and coated regions formed from patterned electrically
conductive polymers (202) are described. Methods of patterning using a
resist mask; patterning using a patterned metal layer; patterning the metal
layer using a resist; and patterning the electrically conductive polymer
directly to form electrodes and anode and cathode regions are described.


