
The present invention provides methods for inhibiting abrasive wear of
glass fiber strands by providing a layer of inorganic solid lubricant
particles to surfaces of the glass fibers in sliding contact with hard
surface asperities of solid objects, such as portions of winding, twisting,
weaving and knitting devices.    


