
LOW SULFATED ASH, LOW SULFUR, LOW PHOSPHORUS,  LOW
ZINC LUBRICATING OIL COMPOSITION ABSTRACT  A low
sulfated ash, low sulfur, low phosphorus, low zinc
lubricating oil  composition preferably employable for
internal combustion engines using a low sulfur
hydrocarbon fuel comprises a base oil having a
saturated component of 85 wt.% or  more, a viscosity
index of 110 or more, and a sulfur content of 0.01
wt.% or less; an  alkaline earth metal-containing
detergent; a nitrogen-containing ashless dispersant of
a weight average molecular weight of 4,500 or more; a
phenolic or amine oxidation  inhibitor; and a basic
nitrogen-containing compound-oxymolybdenum complex.   


