
Preform       useful for         encapsulating semiconductors and other
electric  or   electronic devices are prepared by a process which comprises
warming thermoset resin to form a melt, injecting it into a mold, and
cooling to form a solidified molding, all without substantially curing the
thermoset resin,    


