
ABSTRACT  A laminate includes a copper wiring layer
(20) provided over a semiconductor  layer and having a
specific pattern, a protective layer (30) formed of a
polybenzoxazole  resin layer provided on the copper
wiring layer (20), and an insulating layer (40)
provided on the protective layer.  


