
The present invention disposes an easily releasing layer on a surface
intended for dicing tape sticking of a 5   dicing ring frame to thereby
enable preventing the transfer of an adhesive substance to the ring frame
for use in semiconductor wafer working, reducing the frequency of cleaning
of the ring frame to the requisite minimum and prolonging the life of the
ring frame.    


