
The present invention provides an effective method of
inhibiting corrosion on metallic surfaces in contact
with a fluid contained in an industrial system, which
includes adding to such fluid an effective corrosion
controlling amount of a phosphoglyceride compound or
an emulsified soybean oil. 


