
An aqueous dispersion comprises: (A) water; (B) a
polymeric material of a type which includes: (a)
phenyl moieties; (b) carbonyl and/or sulphone
moieties; and (c) ether and/or thioether moieties; (C)
a surface active agent which includes a carbonyl or
sulphone moiety and a hydrophilic group. Preferred
embodiments relate to polyketones in combination with
surfactants which are alkyl sulphosuccinates. 


