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ABSTRACT 

 At a plating step, position determination for a lead frame is more reliably 

performed. 

 A lead frame manufacturing method includes a conveyance step, a position 

determination step, and a plating step.  At the conveyance step, a band-shaped lead 

frame with a predetermined pattern formed thereon is conveyed in a long-side direction 

at a predetermined pitch.  At the position determination step, the position of the lead 

frame conveyed at the predetermined pitch is determined by a first image sensor.  At 

the plating step, a plating film is formed on each region of the lead frame, the each 

region corresponding to the predetermined pitch. 

METHOD AND DEVICE FOR MANUFACTURING LEAD FRAME

[FIG. 3]


