
The invention relates to a transparent, amorphous plate with a thickness in
the 1 to 20 mm range, having as its main component a crystallisable
thermoplast and in which the crystallisable thermoplast has a standard
viscosity SV (DCE) in the 1800 to 600 range, a process for its production
and its use.    


