
A method of manufacturing a semiconductor optical device comprising the
steps of: providing a substrate having an active layer thereon; providing
an aluminium-bearing layer, the aluminium bearing layer being adjacent the
active layer; and oxidising the aluminium-bearing layer substantially
entirely.    


