
Coated colored biofiber for thermoplastic articles is
disclosed. The coating on the biofiber comprises
film-forming polymeric binder, surfactant, and
colorant. The colorant can be one or more pigments,
one or more dyes, or combinations thereof. 



The coated colored biofiber can be used in
thermoplastic compounds to simulate the appearance of
natural wood while adding durability. 


