
An improved composite sheet suited for use as artificial leather is
prepared by treating with an elas- tomeric resin a fabric having an inte-
rior yarn network and an outer layer of well separated fibers that loop in
and out of the yam network. The resin completely or partially impreg- nates
the outer layer.    


