
42 POLYMER COMPOSITION Abstract A composition comprising a mixture of: (i)
an aromatic polycarbonate; (ii) a graft copolymer including
polyacrylonitrile, and, (iii) a non-crosslinked acryiic polymer having a
weight average molecular weight (Mw) of less than or equal to 65,000
Da!tons (Da). (No accompanying figure) 


