
Microstructure Formation Technique  Abstract  A method
of fabricating a microstructure and a method of
fabricating a mould  for microstructures. The method
of fabricating the microstructure comprises the  steps
of providing a mould comprising a template structure;
forming a first material  layer on a surface of the
template structure; forming a microstructure layer on
the  first material layer; releasing the
microstructure layer from the mould.   


