This Sheet Has Been Repl aced 22 INPRCMED VELT EXTRUSICN PROCESS Abstract of

the Disclosure Melt extrusion processes utilizing a neo aIkyI phenyl
phosphite stabilized polyolefin conposition are provid Replaced
exhibit reduced levels 5 of screen-pack plugging dur| ng II‘FI"I" ﬂ;ﬂ“ﬂ

fil mextrusion processes conpared to praogesses utilizing va
phosphi t es.

IMPROVED MELT EXTRUSION PROCESS

Abstract of thg Disclosure
Melt extrusion-processes utilizing a neo alkyl

phenyl phosphite stabilized polyolefin composition
are provided. The processes exhibit reduced levels

5 of screen pack plugging during fiber and film
extrusion processes compared to processes utilizing
various other phosphites.




