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Applying a liquid lens material into a spin casting mold,
wherein the liquid lens material includes a hydrogel
polymer mixture having a plurality of monomers, the

plurality of monomers including at least some 3,5,8,13—

tetraoxa-4-phospha-12,14-disilapentadecan-1-aminium,4- .. 410
hydroxy-N,N,N,12,14,14-hexamethyl-6-[[(2-methyl-1-
oxo-2-propen-1-yl)oxy]methyl]-12-
[(trimethylsilyl)oxy]-,inner salt,4-oxide (“SiGMA-PC”)
monomer units

'

Spinning the spin casting mold ~420

Fig. 3
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Fig. 8



