
There is provided a system and method for sputtering a
tensile silicon nitride film. More specifically, in
one embodiment, there is provided a method comprising
introducing nitrogen gas into a process chamber,
wherein the process chamber 



includes a target comprising silicon, placing the
process chamber into a transition region between a
metallic region and a poisoned region, and applying a
voltage to the target. 


