
This invention relates to an interlayer film made of  a composition
comprising 100 parts by weight of ethylene-  vinyl acetate copolymer or
ethylene-(meth) acrylate  copolymer, 0.01 to 4 parts by weight of a
transparency  improvement agent, 0.01 to 4 parts by weight of a silane
coupling agent and 1 to 40 parts by weight of a rosin resin  or hydrocarbon
resin, and laminated glass which uses the  interlayer film.      This
invention also relates to a laminated glass for  vehicle side window to be
mounted to a vehicle side window  so that it can go up and down, comprising
an interlayer  film interposed between glass plates, the interlayer film
being made of a resin film containing an ethylene-vinyl  acetate copolymer
or an ethylene-(meth)acrylate copolymer  or a modified product thereof as a
main component.    


