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BARRIER COATING SYSTEM FOR REFRACTORY METAL CORE    ABSTRACT OF THE
DISCLOSURE  A refractory metal core system for use in casting a product  is provided. The refractory
metal core system comprises a  refractory metal core and a layer of aluminum nitride deposited  on the
refractory metal core, which layer of aluminum nitride  acts as a bond coat. The system may further
comprise a layer of  alumina deposited on top of the aluminum nitride layer.  FIGURE 1 


