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Abstract 

The present invention is to provide an explosive composition comprising at 

least one explosive and at least one heteroatom compound, the heteroatom compound 

comprising at least one heteroatom selected from the group consisting of B, P, Si, S, 

Cr, Sn, Al, Ge, Li, Na, K, Cs, Mg, Ca, Sr, Ba, Ti, Zr, V, Nb, Ta, Mo, W, Mn, Ni, Cu, 

Ag, Cd, Hg, Ga, In, Tl, As, Sb, Bi, Se, Te, Co, Xe, F, Y, and lanthanoids. 
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