
STRENGTHENED HOLLOW FIBRE MEMBRANES AND METHODS FOR FABRICATING THE SAME
ABSTRACT The present invention provides a strengthened hollow fiber
membrane that is  formed from a composition, wherein the strength hollow
fiber membrane has the following  characteristics: external diameter of
0.3-3mm, wall thickness of 0.05-1mm, porosity of 50- 90%, pore size of
0.01-1[err], break strength of 0.4-2Mpa, and water flux 400-4000L/m2.h  at
0.1MPa, 25[err]C. 


