
A method for producing a composite metal powder according to one embodiment
of the invention may comprise: Providing a supply of molybdenum metal
powder; providing a supply of a sodium compound; combining the molybdenum
metal powder and the sodium 



compound with a liquid to form a slurry; feeding the slurry into a stream
of hot gas; and recovering the composite metal powder. 


