
A method for reconstituting superabsorbent polymer  fines comprising the
following steps: wetting the  superabsorbent polymer fines sufficient to
form a continuous  amorphous gel of the fines; grinding the gel; and drying
the  gel which has been ground to form a superabsorbent polymer  material.
Drying can optionally be followed by grinding and  classification of the
reconstituted superabsorbent polymer  fines to desired sizes.    


