
According to the present invention there is provided a unitary flexible
carrier tape comprising a strip like portion defining a plurality of
similarly-shaped pockets spaced along the tape and opening through the top
surface. The wall portions include bottom wall portions, side wall portions
extending between the strip like portion and the bottom wall portions. The
bottom wall portions include distal parts spaced from the top surface of
the tape and embossed parts projecting above the distal parts and having
abutment surfaces spaced above the distal parts.    The  side wall
portions  include longitudinal parts extending between the top surface of
the tape and the distal parts. The side wall portions also include
castellation parts having portions located above the embossed parts and
inset from the longitudinal parts.    


