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154} Title: PRINTED CONDUCTORS MADE OF POLYALKYLENE DIOXYTHIOPHENE

52 Bezeichnung: LEITERBAHNEN AUS POLYALKYLENDIOXNYTHIOPHEN
157 Abstract

The invention relates to a method for coating substrates such as paper or plastic films with open, electrically conductive structures
uring an inkjet printing method. A polymer solution made of water—dispersible polyalkylene dioxythiophene is used for printing.

137 Zusammenfassung

Die Erfindung beuifft ein Verfahren zur Beschichtung von Substraten, wie Papier oder Kunststoff-Folien mit offenen, elektrisch
i

lzii7ahigen Strukturen durch Tintenstrahldrucken. Zum Bedrucken wird eine Polymerlésung aus wasserdispergierbaren Polyalkylendioxythio-
ohenen verwendet.




