
Method of polishing a surface of a noble metal or an alloy comprising
mainly noble metal, magnetic head obtainable by means of said method and
polishing means suitable for use in the method. Method of polishing a
surface (5a) of a noble metal or an alloy comprising mainly noble metal, in
which a polishing means is moved across the surface while exerting a
polishing pressure for obtaining a plane and smooth polished surface
without any defects. A composition comprising demineralised water with 20
to 40% by weight of an organic liquid comprising a poly-alcohol or a
derivative thereof, for example, glycerol, and particles which can be
encapsulated and have a Knoop's hardness of between 5 and 50 GPa, for
example [err] grains, is used as a polishing means.    


