
Catalyst system supported on calcined hydrotalcite for olefin
polymerization   Abstract  Catalyst system for olefin polymerization
comprising  A) at least one calcined hydrotalcite, B) at least one organic
transition metal compound,  C) optionally one or more cation-forming
compounds and D) at least one organic magnesium compound.        


