
ABSTRACT 

A polishing composition according to the present 

invention contains silica, a nitrogen-containing alkaline 

compound, and hydrogen peroxide, in which a content of the 
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	hydrogen peroxide is more than 0% by mass and less than 0.03% 

by mass with respect to the total mass of the polishing 

composition, and a pH exceeds 9. 
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