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FIG. 3C

llumination Wavelength [a.u.]
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FIG. 3B

lllumination Wavelength [a.u.]
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Obtain images of an area of first
product using different values of
one or more imaging parameters

~—600

Analyze images of first product
to generate first contrast
signature for first product

representing variations of contrast
with imaging parameter(s)

~—605

Obtain images of an area of
second product corresponding to
said area of said first product
using different values of same
imaging parameter(s)

~—610

A 4

Analyze images of second
contrast signature for second
product indicating variations
of contrast with same imaging
parameter(s)

~615

A 4

Compare contrast signatures
to identify whether a process
variation occurred between
manufacture of said first and
second products

~620

FIG. 6
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FIG. 7C




