
A process for dry creping tissue paper comprising the application of
creping adhesives in at least two steps. The adhesive applied in at least
one of the steps is a polyvinyl alcohol while the adhesive applied in at
least one other step comprises a water-soluble, thermosetting, cationic
polyamide resin. The process provides high adhesion and doctorability for
dry creping.    


