
A process for producing an aromatic polycarbonate resin by melt
polycondensing an aromatic dihydroxy compound and an aromatic carbonic acid
diester, wherein a mixture solution comprising the same aromatic
monohydroxy compound as an aromatic monohydroxy compound by-produced from a
reaction system as a main component and a freezing-point depressant for the
aromatic monohydroxy compound, such as a glycol, is used as a scrubbing
solution for the recovery of the by-produced aromatic monohydroxy compound
by a scrubber type condenser.    


